Photographs

Corrugated Metal Pipe Found To Be
Satisfactory or Unsatisfactory.
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FIGURE 7
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FIGURE 8
UNSATISFACTORY FABRICATION

Rivet Head Cut On One Side,

Rivet Head Badly Cut And Close To Edge Of Shest.
Rivets Closa To Edge Of Shest,

Rivet Driven Very Croolksd.

Very Foor Seam Caused By Uneven Shset And Extre
Wide Lip Whioh Flared Up Instead Of Fitting Tizht
Cver The Lip On The Undar Sheet,

Whers Flare Was Hammered Down To Closs The Opsning
Between Sheets,

Broken And Scrled Zine,

Dents And Bruises Caused By Hammering,



TYFES OF END FINISH

Figure 9 - Single Roll Figure 10 - One and One-Ealf Roll  Figure 11 - Double Roll
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Figare 12 - Single Roll Over Round Iron Rod Figure 13 - Galvaniged Bar
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Figure 14 - Unsatisfactory



LONGITUDINAL SEAM CIRCUMFERENTIAL SEAM

Figure 16 - Satisfactory

Figure 17 - Unsatisfactory
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Figure 19 - Satisfactory Type of
Coupling Band Figure 20 *ogagiﬁaggry Position

Figure 21 - Satisfactory Joint of Perforated Pipe



